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Abstract
The residential building typology of Stone in Mud Mortar (SMM) masonry contributed 
significantly to the seismic losses caused by the 2015 Nepalese seismic sequence, also 
known as the 2015 Gorkha earthquake. SMM masonry is the most common construction 
type in Nepal, and notwithstanding the extensive damage, this has persisted in the post-
earthquake reconstruction. This paper provides first an overview of the extent of damage 
and typical failure modes suffered by this typology. Some pressing issues in the ongoing 
post-earthquake reconstruction, such as building usability, construction quality are then 
discussed. The results of seismic analyses on both the pre-earthquake (PRE-SMM) and 
post-earthquake built (POST-SMM) typologies, using the applied element method employ-
ing a modelling strategy that accounts for the random shape of stone units, are then pre-
sented and discussed in terms of capacity curves and failure mechanisms. As per the seis-
mic design code of Nepal, seismic performance assessment is conducted to understand the 
seismic design levels of these constructions. Finally, seismic fragility and vulnerability 
functions for both the PRE-SMM and POST-SMM typologies, considering the uncertainty 
in ground motions and material quality, are presented and discussed. Considering the seis-
mic hazard in Nepal, the PRE-SMM typology is found to be highly vulnerable and seismic 
strengthening of these buildings is urgent. On the other hand, the POST-SMM typology 
has adequate seismic capacity and performs within the serviceability limit, given the qual-
ity of both the construction materials and workmanship are not compromised.
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1 Introduction

Nepal is one of the most earthquake prone countries in the world and has experienced 
several devastating earthquakes of magnitude exceeding Mw7.5 (Thapa and Wang 
2013). The most recent  of these, of Mw7.8, occurred in the central region of Nepal on 
April 25, 2015 with the epicentre located in Barpak village, Gorkha district, approx-
imately 78  km northwest of Kathmandu with a focal depth of 15  km (USGS 2015). 
Hundreds of aftershocks with Mw ≥ 4.0 were recorded for more than a year after the 
first shock, with some significant seismic events having Mw6.7 and Mw7.3 on April 
26, 2015 and May 12, 2015, respectively (Bhagat et  al. 2018). The seismic sequence 
resulted in a Maximum Modified Mercalli Intensity of IX (Violent) causing 8790 deaths 
and nearly 22,300 injuries (NPC 2015). About 8 million people were left homeless and 
the disaster related economic loss is estimated at $7 billion (NPC 2015).

Residential properties were hit hard by the seismic sequence resulting in about half 
a million houses destroyed and more than 250,000 houses partially damaged (NPC 
2015). According to the damage survey by the National Reconstruction Authority 
(NRA) (NRA 2016a), buildings afected by damage grade 5 (EMS-98 Scale, Grünthal 
1998) were mostly concentrated in rural mountainous districts where masonry typolo-
gies with low strength, due to mud mortar binders,  were most common. Among the 
damaged buildings in all the affected districts, as high as 96% were of load bearing 
masonry constructions (NPC 2015). Most of the post-earthquake damage survey studies 
(e.g. Goda et al. 2015; Parajuli and Kiyono 2015; Bhagat et al. 2018; Wilkinson et al. 
2019) reported that the significant damage suffered by these traditional  load bearing 
masonry typologies was due to the lack of seismic resistant features such as seismic 
band, through-thickness stones, diaphragm actions.

With such extensive damage to dwellings, the process of post-earthquake reconstruc-
tion is not simply a technical issue, but has important social, political and economic 
dimensions (NPC 2015). Sharma et al. (2018) have discussed the challenges of recon-
struction such as the political issues, lack of coordination, shortage of manpower and 
materials etc. HRRP (2018) presented several examples of newly built houses of dif-
ferent typologies in the affected districts reporting the status of construction, technical 
issues such as code-compliance and level of technical assistance received by the house-
owners. Some key issues, which need attention and remedial actions from NRA, house-
holds and other stakeholders, such as the qualityand workmanship of the reconstruction, 
functional aspects of newly built houses etc. are discussed in this paper in Sect. 3.

Despite being the highest contributor to damage, the SMM typology remains the most 
commonly used typology in the reconstruction effort. According to a survey conducted on 
about 500 households from the affected districts, about 63% of the newly built houses are 
found to be of SMM construction (HRRP 2018). In Sindhupalchowk, one of the hard-hit 
districts, as high as 46% of the post-earthquake built houses are of SMM typology (NRA 
2019a). The reasons for many household choosing the SMM typology can be summarised 
as: the difficulty of transportation of  bricks, cement or steel to rural areas; readily avail-
able stone, mud and timber in these locations; available skill-set of masons and carpenters 
trained in traditional construction and the resulting  lower cost compared to other typolo-
gies (see also Bothara et al. 2018a; HRRP 2018). Being the cheapest solution, the deci-
sion of rebuilding SMM dwellings can be closely  linked to both the economic status of 
the households and the size of the financial grant provided by the government for house 
reconstruction.
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In the context of Nepal, the construction characteristics, seismic capacity and 
strengthening needs of urban typologies such as Reinforced Concrete (RC) construc-
tion and Newari construction in Kathmandu valley have already received attention (e.g. 
D’Ayala and Bajracharya 2003; D’Ayala 2004; Chaulagain et  al. 2013; Gautam et  al. 
2016). However, although being most widely present, the construction characteristics 
and seismic capacity of rural vernacular dwellings such as the SMM typologies prac-
ticed for centuries, have not been studied in detail. Although it is known that these 
vernacular SMM typologies are seismically vulnerable, it is essential to quantify their 
seismic capacity, understand the deficiency and possible failure mechanisms so that the 
construction practice of these typologies can be improved in order to ensure their  seis-
mic resistance.

Some experimental studies exploring the effective strengthening methods for SMM 
buildings are reported in literature (e.g. Pun 2015; Wang et  al. 2018; Bothara et  al. 
2019). These tests, done either on single walls or on scaled models of 3-D buildings, 
have confirmed that the application of simple and low-cost strengthening techniques 
such as timber/RC bands, steel wire mesh etc. can significantly improve the stiffness, 
strength, integrity and ductility of SMM constructions. While studies such as Guragain 
(2015) and Bothara et al. (2018a, b) have investigated the global seismic behaviour of 
Nepalese SMM typology by using numerical analyses, due to the lack of well character-
ised material properties in these studies, the reliability of their results is limited.

Based on the above discussion, this study presents a detailed evaluation of the seis-
mic capacity, collapse mechanisms and reliable fragility functions for the PRE-SMM 
(SMM buildings built previous to the 2015 event) typology as well as the POST-SMM 
(built in the reconstruction effort after the 2015 event) typology, which are currently 
lacking in literature. As the material properties are key inputs in the numerical model-
ling, the results of recent experimental tests on Nepalese SMM masonry conducted by 
Build Change (2019) are used. Furthermore, advanced non-linear analyses, using the 
applied element method (AEM) employing a 3-D element-by-element modelling tech-
nique, are conducted to account for the randomness of the units in the masonry fabric. 
The outcomes of this study allow to  quantify current seismic design levels, to under-
stand the seismic vulnerability and failure mechanisms, to develop effective strengthen-
ing measures and to improve the construction practice of SMM typologies so that rural 
Nepalese communities can be made more resilient to seismic hazard.

The paper is organized as follows. First, the extent of damage sustained by the PRE-
SMM buildings, hit by the 2015 Nepal earthquake sequence is presented in Sect.  2. 
Some emerging issues in the ongoing post-earthquake reconstruction such as build-
ing usability/functionality, code-compliance etc. are then discussed in Sect.  3. Next, 
the construction characteristics of both the PRE-SMM and POST-SMM typologies are 
discussed in detail in order to characterize the representative Index Buildings (IBs). 
In Sect. 5, the results of advanced non-linear seismic analyses on the PRE- and POST 
SMM IBs are presented and discussed in terms of their capacity curves and failure 
mechanisms. As per the seismic design code of Nepal (NBC 105: 2019), site specific 
seismic performance assessment is conducted to understand the seismic design lev-
els of these IBs and the results are presented in Sect.  6. Moreover, the same section 
also presents the results and discussion on the fragility analysis of both the PRE- and 
POST SMM IBs, under a number of ground motions, in order to derive seismic fragility 
and vulnerability functions, which are prerequisites for seismic risk assessment stud-
ies. Finally in Sect. 7, in relation to the seismic damage suffered by the SMM typology 
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in the 2015 Gorkha earthquake as well as the ongoing post-earthquake reconstruction, 
some conclusions are drawn from the results and discussions presented in this paper.

2  Damage to SMM buildings in the 2015 Gorkha earthquake

Being the most common construction typology in the country, the damage suffered by the 
PRE-SMM typology during the 2015 earthquake was extensive and contributed signifi-
cantly to economic and human losses. In the severely affected remote mountainous districts 
such as Dolakha and Sindhupalchowk, the contribution of PRE-SMM typology to the total 
damage was more than 60% (HRRP 2018). Typical damage patterns sustained by the PRE-
SMM buildings in the 2015 Nepal earthquake, as also reported in literature (Dizhur et al. 
2016; Parajuli and Kiyono 2015, etc.), are: vertical separation of walls, complete collapse 
of short walls, gable collapse, shear damage in the in-plane walls with openings and out-
of-plane delamination as shown in Fig. 1. Similar failure modes were reported for stone 
masonry buildings by Spence and D’Ayala (1999) after the 1997 Umbria-Marche Earth-
quakes in Italy.

The inconsistent application of seismic resistant features and poor implementation of 
seismic design codes (most of the PRE-SMM buildings were built before the drafting of 
the seismic design codes in Nepal e.g. NBC 203: 1994) are the main reasons of the poor 
seismic performance of the residential building stock in the 2015 seismic sequence. In the 
reconstruction effort, the country is aiming to increase the seismic resilience of the built 
infrastructure by adopting the build back better principle with the provision of cash assis-
tance, training, supervision and social facilitation (NRA 2016b). The build back better con-
cept came to prominence after the 2004 Indian Ocean tsunami and forms one of the four 
pillars of the Sendai Framework for Disaster Risk Reduction 2015–2030 (UNISDR 2015a). 

Fig. 1  Main failure mechanisms of PRE-SMM typology observed in the 2015 Nepal earthquake (Images b 
and c reproduced with kind permission of Build Change Nepal)



Bulletin of Earthquake Engineering 

1 3

It suggests a holistic and sustainable approach to restoring, rehabilitating and improving 
housing, infrastructure, services, economies, livelihoods and living conditions in a way 
that makes communities and societies less vulnerable to future shocks (UNISDR 2015b). 
In relation to the build back better principle, some pressing issues in the ongoing recon-
struction of residential buildings in Nepal are reported in Sect. 3.

3  Some issues in the post-earthquake reconstruction

While an in-depth analysis of the socio-cultural and economic implications of the recon-
struction policies and processes are beyond the scope of this paper, it is important to high-
light some issues that are essential to understand the context which produced the struc-
tural typologies analysed in this study. The post-earthquake reconstruction in Nepal can 
be considered as an opportunity for two reasons: at household level, it is an opportunity 
to upgrade changing functional needs as well as the seismic design level of dwellings; at 
country level, it is an opportunity to increase the overall seismic resilience via awareness 
campaigns, trainings and stricter implementation of seismic design codes, not only in the 
affected regions but throughout the country.

Almost a year after the devastating earthquake sequence, NRA started the implementa-
tion of a Post Disaster Recovery Framework (PDRF) (NRA 2016b) based on the findings 
of the Post Disaster Needs Assessment (NPC 2015). One of the key objectives of the PDRF 
is the reconstruction of disaster resilient residential houses in the affected areas. Accord-
ing to the PDRF, affected households are being provided with financial assistance (total 
of $3000 approx.) in tranches, supported by timely provision of technical assistance, train-
ing and facilitation, so that people can rebuild their own house as soon as possible. As of 
February 2020, about 60% of the identified housing grant beneficiaries have completed the 
construction of their new houses (NRA 2019b). This indicates that almost 5 years after the 
first shock, about 40% of beneficiaries have not received the full pay-off. The reasons for 
such situation are diverse: government change, transition into federalism, economic hard-
ships, coordination issues between stakeholders, issues related to the availability of con-
struction materials and skilled labour etc. (see also Sharma et al. 2018).

The following sub-sections discuss the functional and the construction quality issues of 
the newly built houses. These discussions are based on the survey and interview conducted 
by the first author during his field trip in 2018 in Sindhupalchowk district and relevant pub-
lished literature.

3.1  Usability/functional aspects of reconstruction

The main purpose of a house is to serve its basic functions and daily needs of the occu-
piers, as totally integrated to the culture and traditions of the communities, well beyond 
the need to withstand strong earthquakes. In the rural mountainous and peri-urban 
areas, POST-SMM masonry and brick in cement mortar masonry (named POST-BCM 
hereafter) constructions are the most common typologies in the reconstruction effort. 
Many of the newly built POST-SMM and POST-BCM houses are substantially under 
dimensioned, with respect to the needs of their occupiers. Figure 2 compares the typi-
cal pre-earthquake and post-earthquake load-bearing masonry typologies in rural moun-
tainous district and the footprints of both typologies are comparable at about 36  m2. 
However, while the PRE-SMM houses were mostly two storeyed plus an attic resulting 
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in an available gross floor area of about 108 m2, most of the newly built houses (both 
POST-SMM and POST-BCM typologies) have  only the usable ground floor area of 
about 36 m2 with substantial functional drawbacks. Further examples of single-storeyed 
POST-SMM houses, with just a single room, can be found in Adhikari and D’Ayala 
(2019a). Thus, it appears that many of the new rural residential houses have been built 
without planning the current and future space requirements and these houses do not 
respond to the socio-cultural reality of these communities. These houses also lack typi-
cal layouts such as separate spaces for  living rooms, bedrooms, bathrooms and kitchen; 
although the design catalogue published by NRA (2015) includes such provisions in 
the suggested layouts. Furthermore, as most of the rural mountainous households are 
farmers, no provisions for storage spaces for harvests, overhangs for drying of crops, 
livestock sheds etc. can be seen in most of the new constructions. Similar issues are 
also discussed by Sharma et al. (2018), in a study covering observations in five districts 
affected by the 2015 seismic sequence.

From the interviews with the affected communities conducted by the first author dur-
ing field visits, it emerged that there are several reasons behind the selection of such 
small houses by the households:

• Economic hardships Some of the house owners mentioned that this was the only size 
of house they could build with the financial assistance provided. The median cost of 
construction for different house’s typology can be seen in Fig. 3, based on a survey 
of several hundred households in the affected districts (HRRP 2018).

Fig. 2  Photographs of typical load bearing masonry constructions: a PRE-SMM; b POST-SMM and c 
POST-BCM construction (photos from Sindhupalchowk district, Nepal)
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• Lack of adequate technical information and assistance Some of the owners were 
informed that small plan and single-storeyed houses were seismically stronger than 
larger and multi-storeyed houses, which is true but there should be a balance between 
the functional needs and the seismic resistance. Furthermore, the NRA engineers are 
not well trained for providing technical support for multi-storey SMM constructions, as 
reported by several households (see HRRP 2018).

• Temporary solution Some of the households replied that they constructed these houses 
as temporary solutions and will build another house in the near future after saving 
enough money.

• Monetary interest A minority of the interviewees mentioned that the house owners built 
these small houses compromising further on the quality/workmanship only to get the 
financial assistance from the government. Furthermore, there have been several cases 
where the beneficiaries ended up erecting single-room sheds to claim tranches by the 
deadlines set by NRA (see Nepali Times 2018).

Did the affected communities forget to build ‘homes’ by being encircled inside the ring 
of ‘seismic resistant designs’ resulting in small and inadequate houses? Whatever be the 
reasons behind, the construction of such houses with inadequate space is not a sensible 
policy. During the planning and construction phase, NRA should have had stricter regu-
lations for assessing the size/type of houses being constructed against the housing space 
requirements of each households.

3.2  Quality/workmanship/non-compliance issues

There are several cases where use of poor-quality material, poor workmanship and non-
compliance issues have been identified in the newly built houses (see also HRRP 2018). 
Although NRA issued a correction/exception manual in 2017 (NRA 2017), its implemen-
tation in the field doesn’t seem  to be   effective. The workmanship in several newly built 
houses is found to be poor, particularly in relation to  the  implementation of RC bands, 
whereby rebars can be seen exposed (Fig. 4) and cross-sections at some locations hardly 
reach 50 mm (Fig. 4b) against the minimum requirement of 75 mm (NRA 2016c). In spite 
of these defects, such houses have passed the inspections by NRA engineers. Furthermore, 

Fig. 3  Median construction cost for different typologies of newly built houses in Nepal after the 2015 seis-
mic sequence (HRRP 2018). HRRP Housing Recovery and Reconstruction Platform, CFP Common Feed-
back Project (Figure reproduced with kind permission of HRRP Nepal)
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due to the lack of quality control measures on site for mortar preparation, concrete mix-
ing etc., the uncertainty in the material properties and hence in the lateral capacity of the 
walls is substantial. However, these issues are hard to overcome in rural areas. The non-
compliance issues are more frequent in multi-storeyed constructions with large plans, built 
by economically able households with limited financial/technical assistance from the NRA 
engineers as they themselves lacked relevant trainings (see Fig. 5). 

It is interesting to note that, after the heavy damage sustained by the traditional SMM 
typology in the 2015 seismic sequence, a misbelief has spread among the affected com-
munities that the use of modern construction materials such as concrete and steel makes 
houses seismic resistant. However, with engineering-based minimal improvements of the 
local crafts practiced and developed over centuries, seismic resistant structures can be 
built with traditional materials such as stone and timber (see D’Ayala 2013 and Fig.  6a 
for example). The well-built PRE-SMM house shown in Fig.  6a has traditional seismic 

Fig. 4  Examples of poor quality workmanship of the RC seismic bands in the POST-SMM constructions

Fig. 5  Photographs of multi-storeyed non-compliant SMM houses built with limited (or without) NRA 
technical assistance: a photo from Sindhuli and b photo from Solukhumbu (HRRP 2018). In these houses, 
the seismic bands are not placed at the recommended  spacings (Images reproduced with kind permission of 
HRRP Nepal)
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resistant features of timber elements: seismic bands (two per storey), lacings, vertical posts 
and timber roofing system that includes keys and compression struts. Hence, improving 
the construction practice of traditional vernacular constructions, with which the masons 
are familiar, should have been promoted in the reconstruction. Indeed, there is evidence of 
timber elements in the POST-SMM construction (Fig. 6b) being used in some rural houses 
where transportation of cement and reinforcement bars is difficult. Further discussions on 
the issue of loss of rural vernacular architecture after the 2015 seismic sequence is avail-
able in Adhikari and D’Ayala (2019a).

4  Construction characteristics of SMM buildings

In order to understand the seismic resistant features as well as to characterize the IBs 
for carrying out numerical modelling and detailed seismic vulnerability analysis, careful 
inspection of the construction characteristics at wall level as well as at building level is 
crucial. This includes the detailed information and knowledge of masonry bond pattern, 
cross-wall connections, floor and roof structures and their connections, plan and opening 
layouts, geometric dimensions etc.

Before presenting the construction characteristics of PRE-SMM and POST-SMM typol-
ogies at building level (in Sects. 4.2, 4.3), the masonry bond pattern of Nepalese SMM 
walls is discussed in Sect. 4.1.

4.1  SMM wall bond pattern

The stone units used in the SMM walls are from various nearby sources such as river 
(fairly round shaped), naturally fractured rocks or from  quarry sites. The mud mor-
tar used in the SMM wall construction is prepared from locally available soil. These 
SMM walls are made up of two to three wythes of mostly uncoursed random stones, 
the shape of stone varying from highly irregular to semi-dressed flat stone depending 
on the source, workability of the stone and workmanship skills of the mason. The void 
between the wythes are filled with rubbles and through stones are used to connect the 

Fig. 6  SMM houses with seismic resistant features of timber elements: a an 80 years old PRE-SMM house 
in Syangja district that has survived three major earthquakes including the recent 2015 Gorkha earthquake 
and b a newly built POST-SMM house (HRRP 2018) (Images reproduced with kind permission of HRRP 
Nepal)
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wythes. Figure 7 presents photographs of the SMM bond pattern from 4 different build-
ings in Sindhupalchowk district. In some buildings the stones are flat and tend to form 
horizontal courses along the height while in others the shape is random, and no distinct 
horizontal courses can be identified. Similarly, the stone size also varies from building 
to building and within the same wall to fill in gaps among larger stones. These irregu-
larities affect the amount of mortar used in the walls to fill up void and even out irregu-
lar stone units. Consequently, the  corresponding mechanical properties and hence the 
lateral seismic resistance of these constructions are highly variable (e.g. see Milosevic 
et al. 2013; Malomo et al. 2019a, b; Vasconcelos and Lourenço 2009). More detailed 
discussions on types of SMM wall constructions found in South Asia including Nepal 
can be found in Bothara and Brzev (2011) and Pun (2015).

4.2  PRE-SMM typology

Most of the PRE-SMM buildings, traditionally constructed by local masons, are unrein-
forced and often built with uncoursed random rubble stone in mud mortar thus display-
ing poor tensile and shear strength. The SMM walls are usually thick (400–600 mm) and 
the wythes are not properly inter-connected using adequate amount of through thickness 
stones (see also Bothara et al. 2018a). The number of stories varies from one to three 
and the storey height is typically low at about 2 m.

Figure  8 presents photographs of a typical PRE-SMM house in rural mountainous 
districts, which is used as an IB representative of this typology for carrying out its seis-
mic vulnerability assessment in the present study  (Sects.  5, 6). It is a two-storeyed 
building with an attic floor covered in a multi-pitched timber roof structure. The cross-
wall connections in these constructions are built with fairly rectangular shaped corner 
stones (Fig. 8b). Besides the SMM wall load bearing system, a timber frame centrally 
placed along the longitudinal direction also supports the floor structure, see Fig. 8c. The 
longitudinal girder at each floor level, resting through the whole thickness of the short 
walls, supports several transverse joists resting over the whole  thickness of the long 
walls,  forming the mud-topped timber floor structure. The unique timber roof structure, 
supported by a system of compression struts locked to the masonry by timber keys as 
seen in Fig. 8d, confines all the walls thus promoting the global box-like behaviour. It is 
worth noting that the IB is non-symmetric in the longitudinal direction due to the typi-
cal distribution of opening only on the front wall.

Fig. 7  Masonry bond pattern from 4 different Nepalese SMM buildings
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4.3  POST-SMM typology

The POST-SMM buildings  also have 400-600 mm thick  uncoursed random rubble stone 
masonry walls as in the PRE-SMM construction. Most of the POST-SMM constructions are 
single storeyed with one to two rooms only, as already discussed in Sect. 3.1, although the 
NBC 203: 2015 code allows multi-storeyed construction of up to two storeys plus an attic 
floor. The storey height is typically low at about 2 m.   The seismic-resistant measures applied 
in these buildings follow the prescriptions in the NBC 203: 2015 and are highlighted in the 
photograph of a newly built house shown in Fig. 9, which is used as an IB representative of 
the single-storeyed POST-SMM typology in the numerical analysis and seismic performance 
assessment (Sects. 5, 6). The RC seismic bands are typically 75 to 100 mm deep and extend 
through the whole thickness of the SMM walls. The roof is mostly gable type and is made of 
a timber structure with light roofing material (corrugated iron sheet).

Fig. 8  Construction characteristics of a typical PRE-SMM building: a 3-D view; b view of a corner con-
nection; c timber frame and floor structure and d timber roof system with timber keys and compression 
struts
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5  Seismic analysis of SMM IBs

Due to the complexity of conducting full-scale experimental tests to characterize the seis-
mic behaviour of buildings (e.g. Bothara et al. 2010), numerical seismic assessment meth-
ods are increasingly and widely used within the engineering community (e.g. D’Ayala and 
Speranza 2003; Lagomarsino et al. 2013; D’Ayala et al. 2015). Reliability and efficiency 
of numerical analysis have increased in recent years with the advancement of modelling 
approaches, software tools and computational capabilities. Furthermore, numerical models 
afford the flexibility of conducting extensive parametric analysis, too expensive and unfea-
sible for experimental tests. This section presents a discussion on the numerical modelling 
approach, results of validation and calibration studies for SMM masonry (Sect. 5.1) and the 
results of non-linear pushover analyses conducted on the PRE-SMM and POST-SMM IBs 
(Sects. 5.2, 5.3).

5.1  Applied element modelling of SMM masonry: validation and calibration

Modelling of masonry is complex because of its heterogenous nature due to the presence 
of units and mortar having different elastic and non-linear properties. Several methods have 
been used for studying the structural behaviour of masonry: e.g. limit-analysis based meth-
ods (e.g. D’Ayala and Speranza 2003) and numerical methods such as finite element based 
methods (e.g. Bothara et al. 2018b), discrete element based method (e.g. Lemos and Cam-
pos Costa 2017) and applied element based methods (e.g. Karbassi and Nollet 2013). Three 
approaches can be followed for numerical modelling and analysis of masonry: micro-mod-
elling, simplified micro-modelling and macro-modelling (Lourenço and Rots 1997). In the 
simplified micro-modelling approach, the mortar layer and the two unit-mortar interfaces 
are lumped into a zero-thickness joint while the units are slightly expanded on all sides 
to accommodate the mortar thickness. The joints represent all the deformability and non-
linearity of the masonry material while the units are considered as rigid elements. Such 
modelling strategy is appropriate for the Nepalese SMM construction where the mortar 
joints have poor stiffness and strength properties compared to the stone units. Furthermore, 
this approach is a balanced option in terms of the computational cost/time as well as the 
accuracy of the results compared to the detailed micro-modelling or macro-modelling 

Fig. 9  Construction characteristics of typical POST-SMM buildings (photo from Sindhupalchowk district)
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approaches (Lourenço and Rots 1997). A detailed overview of the modelling strategies and 
analysis options currently available in the literature for the analysis of masonry structures 
can be found in D’Altri et al. (2019). Simplified micro-modelling approach using AEM has 
been chosen for this study as the complete non-linear lateral behaviour of masonry, from 
the initiation of cracking to the ultimate collapse state, can be studied with this approach 
(e.g. see Karbassi and Nollet 2013; Malomo et al. 2018).

The version of AEM commercialised in Extreme Loading for Structures (ELS) software 
(ASI 2018) is used in the present study. In AEM, the masonry is discretized in 3D-elements 
whose surfaces are connected by a number of deformable springs that simulate the interac-
tion among the blocks with force–deformation laws representing the elastic and post-elastic 
behaviour of the material as a whole. Two types of springs are used for modelling masonry, 
‘unit’ springs connecting the 3D elements of the units, and ‘interface’ springs connecting 
the individual applied elements to represent the equivalent properties of the  mortar and 
unit-mortar interfaces. A detailed overview of the formulation, constitutive laws, failure 
criteria etc. for masonry modelling in AEM can be found in ASI (2018) and Malomo et al. 
(2018).

In this study, to account for the random irregular shape of rubble stone, a triangular 3-D 
mesh is first created, and then random shaped units are generated by clustering these tri-
angular applied elements (each with 6 degrees of freedom) by means of the ‘unit’ springs. 
Figure 10 is self-explanatory: different coloured clusters represent  stone units which are 
connected at their faces by the ‘interface’ springs. It should be noted that such modelling 
technique inherently presents some uncertainty as the wall construction itself presents 
great variability in terms of shape and size of units and the resulting bond pattern (also 
refer to Fig. 7).

For the validation and calibration of the proposed numerical modelling strategy, numeri-
cally obtained compressive and lateral behaviour of SMM walls are compared against three 

Fig. 10  Schematic of simplified micro-modelling of random rubble stone masonry using AEM
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distinct experimental tests: uniaxial compression behaviour, in-plane shear-compression 
behaviour and out-of-plane bending behaviour.

5.1.1  Uniaxial compression behaviour

The uniaxial compression test on SMM wallettes conducted by Build Change (2019) in 
Nepal is numerically reproduced. The test specimens of size 400 mm × 470 mm × 540 mm 
(thickness × width × height)) were built by local masons using local stone and mud mortar 
from rural districts and hence are well representative of the constructions considered in this 
study (Sect. 4). Key material properties from the accompanied mechanical characterization 
tests are presented in Table 1 and the same set of material properties is used for the numeri-
cal analysis in the present study. It is interesting to note that some studies have used an 
elastic modulus for the Nepalese SMM constructions as high as 850 MPa in their numeri-
cal studies (e.g. Bothara et al. 2018b) which is an order of magnitude higher than the recent 
test results (Table 1). 

Figure 11 compares the numerical crack patterns and the stress–strain diagram to the 
experimental results for the SMM wallete subjected to uniaxial compression. Vertical and 
inclined cracks are observed which mainly pass through the mud mortar joints, both in 
the experiment and numerical analysis result. In terms of stress–strain curve, apart from 
a slight discrepancy in the initial stiffness, the average Young’s modulus as well as peak 
strength and strain are well predicted by the numerical analysis. The slight difference in the 
initial stiffness is most probably due to the fact that the test specimen presented some voids 
and hence showed non-linearity at the beginning of the test.

Table 1  Material properties for 
Nepalese SMM masonry (Build 
Change 2019)

Material properties Average value CoV (%)

Unit weight 2200 kg/m3 –
Young’s modulus 65.10 MPa 31
Compressive strength 2.40 MPa 13
Tensile strength 0.02 MPa 16.5
Cohesion 0.013 MPa 16.5

Fig. 11  Comparisons of experimental and numerical behaviour: a crack pattern and b stress–strain 
curve (Leftmost image reproduced with kind permission of Build Change Nepal)
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5.1.2  Lateral shear–compression behaviour

For the validation of the lateral in-plane behaviour of SMM wall, the cyclic shear–com-
pression test conducted by Build Change (2019) is modelled. The wall specimen has a size 
of 1.2 m (length) × 1.2 m (height) × 0.45 m (thickness) and is built by local masons. Since 
this test is also from the same test campaign, the material properties listed in Table 1 are 
applicable. The wall is subjected to a cyclic (loading–unloading) displacement history up to 
a maximum lateral displacement of 48 mm under a vertical pre-compression of 0.011 MPa.

Figure 12 shows the comparison of ultimate crack pattern under cyclic shear–compres-
sion loading. As the cyclic displacement level increases, the cracks become widely distrib-
uted all over the wall surface, passing mostly through the mud mortar joint/interfaces. Fig-
ure 13 presents the comparison of hysteretic load–deformation behaviour from the AEM 

Fig. 12  Crack patterns comparison under cyclic shear–compression loading: a experimental and b AEM anal-
ysis (maximum crack opening is 20 mm) (Image a reproduced with kind permission of Build Change Nepal)

Fig. 13  Comparison of cyclic hysteretic response from experimental and AEM analysis under shear–com-
pression loading
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analysis and the experiment. Overall, the lateral loading and unloading stiffnesses, peak 
capacity as well as the ductility are well reproduced by the AEM analysis, although the 
numerical cycles have a larger hysteresis. 

5.1.3  Lateral bending behaviour

In order to validate the bending behaviour of mud mortar masonry walls, the experimental 
test on a semi-dressed stone masonry pier of dimensions 1400 mm × 500 mm × 350 mm 
(height × length × thickness) conducted by Pun (2015) is considered. The location of crack 
at ultimate stage (which was at a height of 925 mm from the bottom in the experimental 
test, see Fig.  14a) as well as the load–deformation behaviour (Fig.  14b) are well repro-
duced by AEM analysis.

Thus, the validation and calibration studies presented in Sects. 5.1.1–5.1.3 confirm that 
AEM can be effectively used for the gravity and lateral load analysis of SMM structures. 
In all the validation and calibration studies, the AEM numerical models consisted of 3 × 3 
pairs of interface springs per shared face and the failure criterion was defined by specifying 
a separation strain of these interface springs equal to 0.025. These parameters are used in 
the numerical modelling of the SMM IBs in Sect. 5.2. Once the separation strain limit is 
exceeded in an interface spring, it has no further tensile capacity, however frictional con-
tact can occur between the adjacent applied elements depending on the loading condition. 
As the values of the shear modulus and  the friction coefficient were not provided by  the 
experimental tests by Build Change (2019), they were obtained as results of the calibration 
analysis. An average shear modulus of 0.35 times the elastic modulus is found for Nepa-
lese SMM construction, which is in close correlation with codes’ recommended relation-
ships (EN 1996-1-1, MSJC 2011). Similarly, a friction coefficient of 0.4 is found from the 
numerical calibration study. These values of the shear modulus and the friction coefficient 
are used in the numerical models of the SMM IBs in Sect. 5.2.

For computational efficiency stone units are modelled as rigid elements i.e. the cracks 
are assumed to develop through the mortar joints only. This assumption is justifiable from 
the damage results presented in this section, whereby  cracks largely develop through the 

Fig. 14  Comparison of location of crack at ultimate stage: a experimental and b AEM analysis results
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mortar joint and interfaces, due to the substantially lower stiffness and strength properties 
of the mud mortar compared to that of the stone units.

5.2  Numerical modelling and pushover analysis of the SMM IBs

Three dimensional   numerical models (Fig.  15) of the PRE-SMM and POST-SMM IBs 
are created using the modelling strategy discussed in Sect. 5.1 for the SMM walls. Corner 
stones are created as rectangular elements at all corners and through stones are provided in 
the wall at an average spacing of 1.2 m in both horizontal and vertical directions, respec-
tively, as per field observations.

For the PRE-SMM IB model, all timber members (floor members, roof members, lin-
tels above the openings, as well as the frames around the openings) are explicitly mod-
elled, as elastic elements, to represent their stiffness contribution to the seismic behav-
iour of the building. These members are all meshed so that the mesh size is comparable 
to the size of stone units. The timber-wall interface is represented by the properties of 
the mud mortar, to represent the actual situation in these constructions.

For the POST-SMM model, the RC seismic bands, confining elements around the 
openings and the corner reinforcements are all explicitly modelled so that their contri-
bution in improving the global seismic behaviour can be reproduced. The RC elements 
are meshed such that the size of meshing is comparable to the size of stone units. For 
this IB model as well, the interfaces between the RC members and the SMM walls are 
modelled with  the properties of mud mortar. The concrete material  is assumed to be 
M15 grade and the reinforcement bars have a yield strength of 415 MPa (NRA 2016c). 
Although, depending on the level of connection to the load bearing walls, it could add 
some benefits to the global behaviour of the building, the light timber roof structure is 
not modelled. Instead,  the equivalent mass of the roof structure  is applied on the top 
of masonry walls as lumped mass so as to include its effect on the gravity and lateral 
loading.

In both the PRE-SMM and POST-SMM IB models, the SMM walls including the 
cross-wall connections are characterized by the material properties listed in Table  1. 

Fig. 15  Numerical models of the IBs: a PRE-SMM typology and b POST-SMM typology
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Considering that these constructions have stepped strip type foundations with depth 
greater than 0.5 m, the IB models are assumed to be fixed at the ground level.

Conventional pushover analysis of masonry structures modelled using the element-
by-element modelling technique, with discontinuous joint represented by finite-strength 
springs, is complex as the application of pushover forces or displacements imposed on 
the structure often cause stress concentration on particular elements or regions thereby 
causing local failure without affecting the rest of the structure. Thus, the analysis is 
conducted by simulating the seismic action by a linearly increasing ground acceleration, 
resulting in an increasing effective earthquake force on the structure which is mass pro-
portional. More details on this pushover loading approach can be found in Adhikari and 
D’Ayala (2019b).

Although the coefficient of variation (CoV) for different masonry properties in the 
test results (Build Change 2019) is low because of the small number of samples (three) 
from one district, the properties of masonry can vary greatly from one building to the 
next depending on the variation of materials used (stone type, size, shape etc. and the 
soil used for mortar preparation) as well as the workmanship quality (see also Sect. 4.1). 
Thus, a sensitivity analysis is conducted by considering the cases of  a good material 
quality (assumed 50% better than the average values reported in Table 1) and a poor 
material quality (assumed 50% lower than the average material properties) in order to 
study the effect of variation of material properties in the seismic capacity and fragility/
vulnerability functions of the SMM typologies. Such range is chosen based on the CoV 
reported in literature for rubble stone masonry (see Milosevic et al. 2013).

An Intel Core i7-7600U processor with a speed of 2.80 GHz was used for the model-
ling and computational analysis and the details of the modelling and the computational 
effort for the numerical models of the PRE- and POST-SMM IBs are given in Table 2. 
Although the number of applied elements in the POST-SMM IB model is significantly 
lower than the same in case of the PRE-SMM IB model, since the same loading steps 
size and number were used for both models, the analysis time is similar, at about one 
hour.

5.3  Capacity curves and failure mechanisms

5.3.1  PRE-SMM IB

Figure  16a compares the capacity curves for the PRE-SMM IB in the longitudinal and 
transverse directions. The FEMA 356 (FEMA 2000) performance level scale with four dis-
tinct performance levels (i.e. operational, immediate occupancy, life safety and collapse 
prevention) is used in this study. In Fig. 16, the base shear coefficient (also known as the 
lateral capacity) represents the ratio of the total base shear resisted to the seismic weight 
of the building. The peak lateral capacity attained by the PRE-SMM IB is very low, i.e. 

Table 2  Modelling and 
computational effort for the 
numerical models PRE- and 
POST-SMM IBs

Numerical model Applied elements Analysis 
time, 
hour

PRE-SMM IB 31,426 1
POST-SMM IB 18,527 1
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0.12 g and 0.08 g in the longitudinal and transverse direction, respectively. Due to the poor 
strength of mortar as well as the random shape of the stone units, the non-linear response 
starts at a drift as low as 0.05% and the ultimate drift capacity is only about 0.4% in both 
principal directions. The ultimate drift is selected as the collapse prevention limit when a 
collapse mechanism is formed, and the cracks’ width is greater than 15 mm; triggering a 
substantial rate of increase of the roof displacement (more than 5 mm), as observed in the 
capacity curve. Figure  16 also shows the roof drift thresholds representative of the four 
different performance levels which  are used in the seismic performance assessment and 
fragility analyses in Sect. 6.2.

Figure  16b compares the capacity curves for the PRE-SMM typology for the 
three different material quality cases, showing substantial change in the ultimate capac-
ity. An analytical study by D’Ayala and Kishali (2012) also found typically low lateral 
capacity with significant dispersion i.e. 0.07–0.19 g for two-storey Turkish SMM build-
ings which is comparable to the range for the PRE-SMM typology i.e. 0.02–0.13  g 
(Fig.  16b) in terms of the dispersion. It is thus important to improve the practice of 
material preparation as well as workmanship in the wall construction since both of these 
affect the resulting masonry fabric and hence the material properties. The poor quality 
case has more severe reduction (about 75%) in the ultimate capacity than the increment 
(about 60%) in the good quality case. However, in terms of ductility and the drift limits 
at different performance levels, only slight changes (± 10%) are observed. This is due to 
the fact that the roof drift is controlled by the crack patterns and crack width which are 
not affected substantially by the material quality in case of rubble stone masonry with 
inherently poor interlocking between the units, unless there is an introduction of ductile 
structural elements.

Figure  17 presents the ultimate collapse mechanisms of the PRE-SMM typology 
when loaded in the longitudinal and transverse directions. In the case of longitudinal 
direction loading, the building suffers torsional action due to the irregular distribution of 
openings and hence the damage starts at the weakest corner triggering the overturning 

Fig. 16  Capacity curves for the PRE-SMM typology: a in two principal directions and b effect of material 
quality on the capacity curve (note that the capacity curves in the transverse i.e. weakest direction are com-
pared)
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collapse of the corner (Fig.  17a). The long wall with openings also suffers in-plane 
shear damage which ultimately activates the delamination in the transverse direction. In 
the case of transverse direction loading, diagonal shear crack originates at the corners 
of the openings in the short wall and in-plane shear failure including the corner col-
lapse occurs (Fig. 17b). In both cases, the ultimate collapse mechanism involves the col-
lapse of the short walls. These damage patterns are comparable to those   observed   on 
these buildings in the 2015 earthquake (see Fig. 1). It is important to notice the crucial 
function of the longitudinal internal timber structure, which prevents the floor and roof 
from  collapsing, hence reducing the risk of  injuries and fatalities, and allowing safe 
evacuation.   The damage levels at the limit of different performance levels are shown 
and explained in Fig. 18. 

Figure 19 shows the actual damage state of the case study IB after the 2015 Gorkha 
earthquake which was surveyed by the first author during his field trip. Major vertical 
separation cracks (maximum crack width of about 20 mm) in both direction walls can 
be seen suggesting that the building was subjected to bi-directional effect of ground 
motion. Minor diagonal cracks (less than 5 mm) are also present in both long and short 
walls. Although the building suffered severe vertical separation cracks, it survived 
collapse.

Both in the numerical analysis as well as in the observed damage (Figs.  18d, 19), 
excessive out-of-plane overturning of the walls is prevented, and the ultimate collapse 
mechanisms involves the corner failure and damage of short walls. This also indicates 
that the timber floor and the roof system promote the global box-type action.

Fig. 17  Ultimate collapse mechanisms of the PRE-SMM IB when loaded along: a longitudinal and b trans-
verse direction
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Fig. 18  Damage levels in the PRE-SMM IB at the limits of different performance levels



 Bulletin of Earthquake Engineering

1 3

5.3.2  POST-SMM IB

Figure 20a compare the capacity curves of an IB of the POST-SMM typology in the longi-
tudinal and transverse directions. The capacity curves in both longitudinal and transverse 
direction are similar reaching a peak lateral capacity of 0.6 g. Figure 20 also shows the roof 
drift thresholds representative of the four different performance levels. These are used in 
the seismic performance assessment and fragility analyses in Sect. 6.2. Figure 20b com-
pares the capacity curves for the POST-SMM typology for different material quality cases. 
There is again a considerable dispersion in the lateral capacity (± 30%), ductility (± 20%), 
and the thresholds life safety and collapse prevention performance levels (± 30%) due to 
the different quality of materials.

A recent study by Bothara et  al. (2018b) also found typically high lateral capac-
ity (about 1.0  g) for single-storeyed SMM school buildings from Nepal (Fig.  21). 

Fig. 19  Actual damage due to the 2015 earthquake in the case study PRE-SMM building from Sindhupal-
chowk district (vertical separation cracks have a maximum width of about 20 mm)

Fig. 20  Capacity curves for the POST-SMM typology: a in two principal directions and b effect of material 
quality on the capacity curve (note that the capacity curves in the transverse direction are compared)
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Slightly higher initial stiffness in the present study is observed, although a one order of 
magnitude higher elastic modulus is used in the school building analysis.  This is justi-
fied by the difference in the layout of openings in the  two construction typologies,  i.e. 
the school building has several openings on the back wall as well (see Bothara et  al. 
2018b). In contrast, due to the higher values of tensile strength and shear modulus (and 
possibly higher value of friction coefficient, although not reported) in the analysis by 
Bothara et al. (2018b), the yield as well as ultimate strength capacities are considerably 
higher than the same from the present study.

Figure  22 presents the damage levels at the limits of different performance levels 
under the pushover analysis in the transverse direction. The seismic bands and the con-
fining elements around the openings successfully contain and prevent the propagation 
of diagonal shear failure of the wall panels. The final collapse mechanism in POST-
SMM buildings is shear sliding failure of masonry portions at the wall-band horizontal 
interfaces resulting in the compression failure at the corner (see Fig. 22d). Such shear-
sliding failure modes are typical when there is low vertical pre-compression and low-
strength mortar (Tomazevic 1999).

Fig. 21  Comparison of capacity 
curve for the POST-SMM IB in 
the long direction: this study and 
literature



 Bulletin of Earthquake Engineering

1 3

Fig. 22  Damage levels in the POST-SMM IB at the limits of different performance levels

6  Seismic performance assessment and derivation of fragility/
vulnerability functions

To conduct a quantitative comparison of the existing and newly built SMM buildings, 
the seismic capacity of the PRE-SMM and POST-SMM IBs are first assessed against 
the seismic demand set out by the Nepalese seismic design code (Sect 6.1). Considering 
a number of natural ground motion records, seismic fragility and vulnerability functions 
for both IBs are then presented and discussed in Sect 6.2.
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6.1  Seismic performance assessment against the NBC 105: 2019

Since the PRE-SMM buildings follow a vernacular design, their compliance to the code 
can only be verified by seismic assessment. In Nepal, a seismic design code was drafted 
initially in 1994, and has been revised recently to produce NBC 105: 2019 (draft) by 
incorporating the approach of limit states and performance based design. Table 3 shows 
the design parameters chosen for characterizing the elastic spectrum, presented in 
Fig. 23. 

The performance points are obtained by applying the N2 method (Fajfar 2000) to 
the NBC 105: 2019 elastic site spectrum (Fig.  23) and determining the intersection 
point between the equivalent Single Degree of Freedom System (SDoF) capacity curve 
of each building to the inelastic spectrum. Note that for both typologies, the capacity 
curves in the transverse (weakest) direction are used for seismic performance assess-
ment. The graphical presentation of the application of the N2 method for the PRE-SMM 
and POST-SMM IB, with average material quality are shown in Fig. 24 and the perfor-
mance assessment results for all different material quality are summarized in Table 4. 
The performance levels listed in Table 4 are based on the position of performance point 
on the capacity curves with respect to the thresholds of performance levels identified in 
Figs. 16 and 20. 

For the PRE-SMM typology, the seismic demand is far beyond the collapse preven-
tion limit (Table 4), irrespective of the material quality, hence the seismic design level of 
PRE-SMM typology as per NBC 105: 2019 code can be said to be poor. On the other hand, 
the POST-SMM IB, which is designed as per the seismic design code (NBC 203: 2015), 
performs well within the immediate occupancy limit for average and good material quality 
cases while, the performance point lies in the life safety performance range for the poor 
material quality case. This  confirms the importance of the quality of construction materi-
als as well as the workmanship of the SMM constructions on their seismic performance.

Table 3  Parameters chosen 
for constructing the elastic site 
spectrum as per NBC 105: 2019

Parameter Value

Soil type Type A (hard soil site)
Importance factor, I 1 (residential building)
Seismic zoning factor, Z 0.3 (Chautara, Sindhu-

palchowk district)

Fig. 23  Elastic site spectrum as 
per NBC 105: 2019 for a site in 
Sindhupalchowk district, Nepal
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6.2  Seismic fragility and vulnerability evaluation

Seismic fragility and vulnerability functions for a typology based on representative IBs 
are vital inputs in probabilistic seismic risk assessment studies at regional scale (e.g. see 
D’Ayala et  al. 2015; Yamin et  al. 2014). Mainly three approaches have been in use for 
deriving fragility and vulnerability functions: empirical, analytical and hybrid methods, 
each one with inherent pros and cons (see Calvi et al. 2006). Although for the 2015 Nepal 
earthquake a very detailed record of damage is available, spatially located and for a fairly 
uniform building stock, the derivation of empirical fragility and vulnerability functions is 
impaired by the poor network of seismic recording stations in the country such that the 
distribution of the intensity of ground shaking is not known with adequate reliability. Thus, 
the analytical approach outlined in D’Ayala et al. (2015) is followed in this study which 
takes into account the uncertainties in both hazard quantification and response capacity 
of the building (Silva et al. 2019). The uncertainty associated with material characterisa-
tion and modelling strategy have already been discussed in Sect. 4 and 5. For the hazard 
description, as there are very limited ground motion records available from seismic events 
in Nepal (Goda et al. 2015; Takai et al. 2016), a suite of 22 ground motions suggested in 
FEMA P695 (FEMA 2009) is used, in order to consider the effect of record-to-record vari-
ability. This ground motion suite contains a considerable dispersion in the ground motion 

Fig. 24  Graphical application of N2 method for seismic performance assessment of a PRE-SMM IB and b 
POST-SMM IB, both with average quality mortar, under the action of NBC 105: 2019 site spectrum

Table 4  Seismic performance assessment results using the N2 method, under the action of NBC 105: 2019 
site spectrum
Material quality PRE-SMM typology POST-SMM typology

Performance point 
(roof drift demand, 
%)

Performance level Performance point 
(roof drift demand, 
%)

Performance level

Poor 2.50 Collapse 0.15 Life safety
Average 0.91 Collapse 0.03 Immediate occupancy
Good 0.79 Collapse 0.01 Immediate occupancy
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characteristics such as the total time of shaking, PGA, frequency content, energy content 
etc.

For the statistical fitting of fragility functions, numerous performance points under sev-
eral ground motions are required so that enough data points for each performance level 
can be obtained. Hence the use of Incremental Dynamic Analysis (IDA) (Vamvatsikos and 
Cornell 2002) requiring numerous non-linear time history analyses (NLTHA) would be 
highly resource and time consuming, particularly for the modelling approach adopted in 
this study. Hence the simplified but validated N2 method (Fajfar 2000; D’Ayala et al. 2015) 
also recommended by Eurocode 8 (EN 1998-1), is employed for the seismic performance 
assessment with the suite of the FEMA P695 scaled ground motions . While concerns are 
often expressed about the validity of the performance points obtained by the scaling of 
ground motions , although common in research and practice, Vamvatsikos and Cornell 
(2002) have discussed the legitimacy of scaling.

Figure  25 presents the cloud of performance points for PRE-SMM and POST-SMM 
typologies, for the average quality case, obtained with the application of N2 method. Sev-
eral hundred performance points are generated such that enough points are available  for 
the entire range of performance levels. Also shown in these figures are the drift thresh-
olds for different performance levels so that the median PGA and dispersion at each per-
formance level resulting from the record-to-record variability  can be appreciated. While 
it is recognised that the 5% damped spectral acceleration at first-mode, Sa(T1) is a more 
efficient  intensity measure (IM) for first-mode dominated structures (Shome et al. 1998; 
Silva et al. 2019), the use of PGA as the IM in this study is dictated by the fact that these 
are low-period structures while the comparison of fragility/vulnerability functions for two 
buildings with substantially different fundamental period and strength capacity, becomes 
meaningful when using the PGA as IM. It is also worth mentioning that because of very 
low tensile strength and cohesion values, SMM buildings develop highly non-linear behav-
iour even with modest level of deformations , causing the lengthening of the first-mode 
period of the structure, making Sa(T1) less reliable (e.g. see Ebrahimian et al. 2014).

Based on the performance point distribution and the thresholds of performance levels 
presented in Fig. 25, the derivation of fragility functions is performed statistically using 
the least square regression method, as detailed in D’Ayala et  al. (2015). Tables  5 and 6 

Fig. 25  Cloud of performance points for: a PRE-SMM typology and b POST-SMM typology (with average 
quality mortar) under a suite of FEMA P695 set of 22 ground motions
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present the median and dispersion of the PGA capacity for different performance levels 
for the PRE-SMM and POST-SMM IBs with different material quality cases. The same 
information is presented in terms of fragility curves in Fig. 26. The immediate occupancy 
limit is exceeded for the PRE-SMM IB at a median PGA of as low as 0.05 g, even with 
good material quality while the same limit is exceeded for the POST-SMM IB only at a 
median PGA of about 0.17 g, even with poor material quality. Similarly, for the PRE-SMM 
IB, the median PGA for exceeding the collapse prevention limit is about 0.30 g, even with 
good material quality while the same for POST-SMM IB is exceeded at a median PGA 
of about 0.80  g, even with poor material quality. For both IBs, the fragility functions, 

Fig. 26  Seismic fragility functions for: a PRE-SMM IB and b POST-SMM IB. Dispersion due to the mate-
rial quality is also shown

Table 5  Median and logarithmic standard deviation (SD) of fragility functions for the PRE-SMM typology

Performance level Poor quality Average quality Good quality

Median PGA (g) SD Median PGA (g) SD Median PGA (g) SD

Operational 0.005 0.567 0.012 0.276 0.016 0.276
Immediate occupancy 0.010 0.569 0.029 0.293 0.052 0.331
Life safety 0.029 0.530 0.097 0.370 0.149 0.468
Collapse prevention 0.074 0.836 0.170 0.676 0.300 0.910

Table 6  Median and SD of fragility functions for the POST-SMM typology

Performance level Poor quality Average quality Good quality

Median PGA (g) SD Median PGA (g) SD Median PGA (g) SD

Operational 0.082 0.306 0.226 0.206 0.338 0.121
Immediate occupancy 0.172 0.364 0.367 0.257 0.600 0.157
Life safety 0.526 0.356 0.948 0.261 1.314 0.181
Collapse prevention 0.800 0.536 1.302 0.352 2.230 0.313
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particularly for the life safety and collapse prevention performance levels, present signifi-
cant dispersion.  

In Fig. 27, the fragility functions for the PRE-SMM IB are compared against the fragil-
ity functions from the studies conducted by Guragain (2015). It should be noted that the 
fragility curves reported in Guragain (2015) represents a broader class of PRE-SMM typol-
ogy (i.e. single and two-storeyed) hence the median PGA exceeding each damage state is 
generally higher in their study. Moreover, the dispersion in the fragility functions for each 
performance level is also higher in Guragain (2015) study except for the collapse preven-
tion performance level.

From the fragility functions (Fig. 26), vulnerability functions for the PRE-SMM and 
POST-SMM IBs are generated by computing the damage probabilities for each damage 
states at a given IM (i.e. PGA) level and then convoluting with a consequence model 
(see Yamin et al. 2014; D’Ayala et al. 2015). HAZUS (FEMA 2012) consequence model 
for residential building class are used in this study, as a country-specific damage to loss 
functions for Nepalese SMM buildings has not been developed yet and the loss func-
tions would be dependent on factors whose quantification is beyond the scopes of  this 
study,   such as the cost of materials, labour cost, policies etc. (see Hill and Rossetto 
2008; Bal et  al. 2008; D’Ayala et  al. 2015 etc.). While the authors are aware of the 
limitations of such choice, the HAZUS consequence model has been used by other 
researchers for seismic loss assessment in developing countries, e.g. Pakistan (Ahmad 
et al. 2014), and can be used for comparison of relative vulnerability within the same 
scenario. The resulting seismic vulnerability functions for the  PRE-SMM and POST-
SMM IBs are presented in Fig. 28. The Mean Damage Ratio (MDR) represents the ratio 
of the building repair cost to the replacement cost. It is noteworthy that due to the differ-
ent material quality, the PGA for 50% MDR has a dispersion of more than ± 50% in both 
cases which is very high and shows that the global vulnerability can be substantially 
reduced using good quality materials as well as with proper workmanship in the SMM 
construction. The vulnerability curves for both PRE- and POST-SMM IBs are compared 
in Fig. 29. For the PRE-SMM IB, a ground motion with PGA of as low as 0.11 g can 
cause 50% MDR while for the POST-SMM IB, a similar  level of loss is reached at a 
PGA level of about 1.00 g. Thus, on average, it can be said that the PRE-SMM typolo-
gies are one order of magnitude more vulnerable than the POST-SMM typology. 

The shake map from the 2015 Nepal earthquake (USGS 2015) estimated a PGA range of 
0.30–0.80 g in the most affected districts which is far more than 0.11 g (i.e. the average PGA 
level causing 50% MDR for the PRE-SMM IB), hence the heavy damage to the PRE-SMM 

Fig. 27  Comparison of fragility 
curves for PRE-SMM typology 
from this study and from Gura-
gain (2015)
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typology was inevitable. For a similar intensity level, the MDR for the POST-SMM build-
ings would be less than 30%, meaning that only repairable damage can be expected.

7  Conclusions

The   main reason of the widespread damage sustained by the residential buildings in the 
2015 Nepal earthquake sequence is the poor seismic performance of the most common 
traditionally built SMM construction, which lacked adequate seismic resistant features. 
Although the construction practice and seismic design level of residential buildings in 
Nepal have noticeably improved after the 2015 Gorkha earthquake and the country is aim-
ing to improve the seismic resilience of communities in the post-earthquake reconstruction, 
there are several pressing issues such as: small sized houses affecting the livelihood of the 
communities, poor inspection of workmanship defects and code-compliance in the recon-
struction. NRA needs to implement timely and effective remedial policies to improve the 
seismic resilience and social-cultural aspects of the post-earthquake reconstruction.

As proven by the results of the validation and calibration studies, as well as by the com-
parison of actual and numerical failure modes presented in this study, applied element 

Fig. 28  Seismic vulnerability functions for: a PRE-SMM IB and b POST-SMM IB. Dispersion due to the 
material quality is also shown

Fig. 29  Comparison of seismic 
vulnerability functions for 
the PRE- and POST-SMM 
typologies with average material 
quality
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method can be used as an effective tool to model and study the seismic behaviour of SMM 
constructions. In particular, the use of triangular meshing  and clustering to generate irreg-
ular elements that  represent the random shape of rubble stone units seems an appropriate 
strategy to account for the randomness of the units in such masonry fabrics.

From the analysis results and discussions presented in this paper, it is found that the 
seismic capacity of the PRE-SMM typology is very low in both principal directions, the 
shorter direction being the weakest. The median PGA capacity for collapse prevention per-
formance level for the PRE-SMM typology is low at about 0.17 g, against the PGA distri-
bution of 0.25 g to 0.35 g in the mountainous district as per the NBC 105: 2019. Vertical 
separation cracks and corner failure triggering the collapse of short walls is the main fail-
ure mode in the PRE-SMM buildings, as confirmed by the observed damage as well as the 
results of numerical analyses. Thus, the seismic strengthening of the PRE-SMM buildings 
is urgent, and the strengthening strategy should aim at increasing the overall stiffness, ulti-
mate strength as well as the ductility of these buildings.

On the other hand, being single-storeyed and designed as per the NBC 203: 2015, the 
POST-SMM construction has adequate stiffness and strength, thus performing within 
the life safety performance level against the seismic demand as per NBC 105: 2019. The 
median PGA capacity for life safety performance level is about 0.95 g against the PGA dis-
tribution of 0.25 g to 0.35 g in the mountainous district as per the NBC 105: 2019. Due to 
the presence of seismic bands at different levels along the height, the diagonal shear failure 
of walls is restricted and the main failure mode in the POST-SMM buildings is the shear-
sliding of masonry walls along the wall-band interfaces.

Sensitivity analysis on the uncertainty related to the material quality shows that the lat-
eral capacity can vary significantly from one building to next, due to the lack of quality 
control in SMM constructions. Therefore, material preparation and workmanship should be 
given importance in the construction of these buildings.

As the seismic retrofitting of the PRE-SMM buildings (both partially damaged and 
undamaged) is currently ongoing in Nepal, the future work will focus on the study of com-
parative improvement in the seismic capacity of these buildings due to different retrofitting 
interventions currently being employed.
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